
PORTABLE SKID RESISTANCE TESTER – STANDARDS 
 
 
 
BS EN 1097-8 : 2000 
Tests for Mechanical and Physical Properties of Aggregates.  Determination of Polished Stone 
Value. 

BS 6677 : Part 1: 1986 
Clay and Silicate Pavers for Flexible Pavements Part 1 – Specifications for Pavers. 

BS 7044 : 1990 : section 2.2 
Artificial Sports Surfaces : Person/Surface Interaction. 

BS 7188 : 1989 
Impact Absorbing Playground Surfaces. 

BS 7932 : 2003 
Determination of the Unpolished and Polished Pendulum Test Value of Surfacing Units. Method of 
determination of Polished Paver Value. 

BS 8204 : Part 3 : 1993 
In situ Flooring Part 3. Screeds, Bases and In Situ Floorings. Polymer Modified Cementitious 
Levelling Screeds and Wearing Screeds. Code of Practice. 

ASTM E303 : 93 
Standard Test Method for Measuring the Surface Frictional Properties using the British Pendulum 
Tester. 

BS EN 1097-8 : 2000 
Tests for Mechanical and Physical Properties of Aggregates.  Determination of Polished Stone 
Value. 

PrEN 13036-4 : 2003 
Road and Airfield Surface Characteristics. Test methods. Method for Measurement of Slip/Skid 
Resistance of a Surface. The Pendulum Test. 

DIN 51 097 : 1992  
Testing of Floor Coverings.  Determination of anti-slip properties.  Wet-loaded bare foot 
areas.  Walking method – Ramp Test. 

DIN 51 130 : 1992 
Testing of floor coverings.  Determination of anti-slip properties. Workrooms and work areas with 
increased risk of slip.  Walking method – Ramp Test. 

BS EN 1436 : 1997 
Road Marking Materials. 

BS 7976 : 2002 
Method of Calibration & Operation of the Pendulum Tester. 

BS EN 124:1994 
Gully tops and manhole tops for vehicular and pedestrian areas. Design requirements, type 
testing, marking, quality control. 

BS EN 13748-1:2004  
Terrazzo tiles. Terrazzo tiles for internal use 



BS EN 13748-2:2004 
Terrazzo tiles. Terrazzo tiles for external use 

EN 14231 : 2003 
Natural Stone Test Methods – Determination of Slip Resistance by Means of the Pendulum Tester. 

AS/NZS 4586 : 1999 
Slip Resistance Classification of New Pedestrian Surface Materials. 

BS EN 1338:2003 
Concrete paving blocks. Requirements and test methods. 

BS EN 1339: 2003 
Concrete paving flags. Requirements and test methods 

BS EN 1344:2002  
Clay pavers. Requirements and test methods 

BS 5395:1:2000 
Stairs, ladders and walkways. Code of practice for the design, construction and maintenance of 
straight stairs and winders 

BS EN 1504:2003 
Products and systems for the protection and repair of concrete structures 

BS EN 13893:2002 
Resilient, laminate and textile floor coverings. Measurement of dynamic coefficient of friction on 
dry floor surfaces 

BS EN 13845:2005  
Resilient Floor Coverings. Polyvinyl chloride floor coverings with particle based enhanced Slip 
Resistance 

DD ENV 12633:2003 
Method of Determination of Unpolished and Polished Slip/Skid Resistance Value 

 


